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Opportunity
This technology provides an advantageous means to convert syngas into a class of chemicals known as higher oxygenates as well 
as other long-chain hydrocarbons. Research is currently active on this patent-pending technology “Synthesis, Characterization, 
and Catalytic Activity of Rh-based Lanthanum Zirconate Pyrochlores for Higher Alcohol Synthesis.” This technology is available 
for licensing and/or further collaborative research from the U.S. Department of Energy’s National Energy Technology Laboratory.

Significance  
• Improves the conversion of syngas from natural 

gas, coal, or biomass

• Enhances the potential use of oxygenates as  
neat fuels or fuel additives

• Develops a catalyst with high selectivity for 
higher alcohols

• Produces by-products such as methanol, carbon 
dioxide, and methane

Applications

• Hydrogen-rich syngas for solid-oxide fuel 
cells

• Related chemical, advanced material, and 
environmental uses

Overview
Industry has been increasingly attracted to the process of converting syngas 
from natural gas, coal, or biomass into various classes of chemicals such as 
C2+ (ethanol), known as higher oxygenates. The attraction stems from the fact 
that syngas can be used to produce a wide range of products, including liquid 
transportation fuels and a variety of chemical intermediates. These chemicals 
are commonly used as solvents, fuel additives, and neat fuels.

To attain higher oxygenate and long-chain hydrocarbon synthesis from 
syngas, the major technical challenge is to develop a catalyst with high 
selectivity towards carbon chain growth and/or CO insertion, higher syngas 
conversion at lower temperatures and pressures, and high stability in a 
reducing environment.

Researchers for this invention discovered that the pyrochlore material they 
developed addresses the above issues and improves the conversion process. 
Their pyrochlore material was found to interact with supported metals, such 
as Rh, to form long-chain and oxygenated hydrocarbon products from syngas 
with selectivities not achieved with other support systems that do not have 
the pyrochlore structure.  

Researchers found that the unique feature of the pyrochlore material is its 
ability to isomorphically substitute various elements that can interact at the 
surface with clusters of metal atoms. The properties of the pyrochlore can 
be used to tailor the degree and type of interaction with the active metal to 
catalyze the conversion of syngas to specific end products.

Patent Details
U.S. Provisional Patent Application No. 60/679,152 was filed August 3, 2012, titled “Synthesis, Characterization, and Catalytic Activity 
of Rh-based Lanthanum Zirconate Pyrochlores for Higher Alcohol Synthesis.”

Inventor(s):  Dushyant Shekhawat, David Berry, Daniel Haynes, Victor Abdelsayed, Mark Smith, and James Spivey.

Thermal Barrier Coatings for Gas Turbine Blades 

Opportunity
Thermal Barrier Coatings is available for licensing from the U.S. Department 
of Energy’s National Energy Technology Laboratory (NETL). While licensing 
is available, NETL is not conducting further research and development on 
this technology. 

Overview  
Disclosed in this patent is the process of interfacing superalloy substrates 
with a metallic-ceramic overlay coating. Thermal Barrier Coatings was 
developed for use on gas turbine blades. 

Efficiency in gas turbines depends on a system’s ability to operate at 
high temperatures under aggressive gas phase environments and high 
mechanical stresses. As advanced system designs increase operating 
temperatures at turbine inlets, enhanced component protection and 
adherence in thermal barrier coating (TBC) systems will be required. 

NETL achieved significant advances in TBC high-temperature capabilities 
through the use of nickel and cobalt-based superalloys. The bond coat is 
applied to the superalloy to facilitate growth of a resistant oxide layer and 
act as a transition layer for the TBC topcoat to be applied and adhered. 
The top coat is fabricated using yttria-stabilized zirconia (YSZ). YSZ is 
currently preferred as a TBC top coat material because of its endurance 
in high temperatures, low thermal conductivity, and erosion resistance. 
The top coat is expected to limit the growth of a continuous TGO layer, 
considered the primary cause of failure in existing TBC systems.

Patent Details  
U.S. Patent No. 7,740,948; issued: June 2011; titled: “Thermal Barrier Coatings” 

Inventor(s): Mary Anne Alvin
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Significance  

• Endurance in high-temperature, 
high-stress environments

• Enhanced oxidation resistance

• Continued growth in TGO layers limited

• YSZ applied by plasma spraying, flame 
spraying, and physical vapor deposition 
techniques

Applications 

• Gas turbine systems

• Other high-temperature systems using 
superalloy substrates


